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I. INTRODUCTION

The relationship between volatile content of charcoal to t h jurning rate
of black powder has been discuesed by several authors, nA and much
comments have been sumarimed in two Ballistic Research Laboratory, BRL,
reports.5,  The conclusion from theme works is that a charcoal with a 25%
volatile content is the optimum concentration to achieve the fastest burning
black powder. This volatile level has been part of an informal specification
for charcoal used in black powder since 1930. The subject of charcoal and its
volatile content is pirticularly germane now as the Army Ammunition Plant,
AAP, at Charlestown, IN, produced its first black powder that will be
ovaluated for its c-mbustion and ballistic properties. Additionally, Eli
Freedman,7 of the BRL, will perform thermodynamic calculations to predict
maximum pressure, impetusi, adiabatic flame temperature, and the molecular
weight of produ-t gases using the actual chemical composition of the
ingredients. Because of these investigations, it would seem desirable to
correlate performance p-operties to the raw materials emplojed, particularly
to the physical and chemical properties of charcoal. Aside from the question
of adequacy, which will be evaluated by a gun firing program spnnsored by
DARCO.4 , another concern was to characterize charcoal as fully as possible such
that the same black powder product could be produced again. This principle

can be extended by considering different lots or different types of charcoal
and, in these cases, one would like to form a data base from which to make
comparisons to quantify both differences and similarities.

1A. Kirehenbaum, 2her'oohimioa Acta, Vol. 18, p. 113, 1977.

2W. Hintze, Fplosivstoffe, Vol. 2, p. 41, 1968.

3 E. Cray, H. Atrch and J. Pobeteon, "1he In'Zuenee of CarcoaZ in the
Combustion of Black Poder," RARDE, Fort Haletead, Sevenoake, England.
Presented at Baeic and Applied Pyrotechnic's Inernational Conference,
ARCHCqON, France, October 1982.

4 J.E. Poee, "Inveatigation on Black Powder and MaroaL, " IHTR-433,
Naval Ordnance Station, Indian flead, MD, September 1975.

5R.A. aaeae', 1he lhfZuenoe of hyeical Poperties on Black Powd4er
Combustion," ARBL-TR-02308, Ballistic Reeearch Laborator.y, U"& ARR4WOM,
Aberdeen P ving Ground, MV, I&rch 1981 (AD A100273).

6R.A. Sasee', "Strand Burn Atee of Black Fowder to One Hundred Atmospheres,"
ARBRL-TR-02490, Bal istic Peearch Laboratory, WA AMADCC4, Aberdeen
T, gvirQ Ground, d Mby 1983 (AD A129087).

7E. Freedman, to be publiehed in Poceedings of 20th JANNAF Combustion

Meeting, October 1983,
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II. THE CHARACTERI.ATION OF CHARCOAL

Black powder was febricated by AAP uping maple charcoal supplted in
E 40-pound bags by the Rostville Charcoal Co., of Zanesville, OH. Fifty bags

were on each pallet and 10 such pallets were purchased. Five pallets were
Vsampled where two bags were opened and e one-pound portion was scooped from

each. Our brevity in sampling reflects the erroneous opinion that the samples
would be much alike. Chemical and physical analyses were performed or these
samples as well ak; on oak and maple charcoals used in the "deviant lot" series
of black powders.8  In fact, th.qe latter charcoals were used to prepare
laboratory samples that were subject to extensive study at the BRL.5,6

Results are given in Table 1 where percentages are by weight and it can
be seen that the chemical composition and physical properties varied among the
samples. Two samples taken from the same container are in reasonable
agreement as are the data for two samples taken from the same pallet. It
would be reasonable to assume that thE two bags sampled were on the top layer
and the bags were probably close to one another.

Of particular interest is the range in volatile content, 21 to 29
percent, measured from the thermogravimetric, TGA, cures. These extremes in
weight loss are shown in Figure I where the curves were obtained by first
evacuating the sample and measuring the weight loss as a function of
temperature, to 9500 C, in a stream of argon. Near 3750 C some samples lost
more weight than did others and in these cases, a prominence appeared. Curves
of this type are labeled B in Table 1, whereas curves with a smoother shape
are labeled A. This effect becomes evident when examining the entire TGA tiataset as given in Figures 2-12. The maple and oak TGA curves for the charcoals
used in the "deviant lot" series of black powder are compared in Figure 12.
One would expect the differences noted in the TCA data are related to the
slower burn rate of the oak black powder as compared to maple. One additonal
experiment was conducted where dry maple wood was converted to charcoal in the
TGA apparatus; the data are given in Figure 13. The derivative is also shown
in this figure, and two peaks can be observed indicating two different
depolymerization reactions. The steepness of the curve oxemplifies careful
temperature control is required to produce a charcoal with a particular
volatile content. Gray, et a, expressed a similar concern regarding the
steepness of their carbon and hydrogen data depicting the roasting of Alder
wood.

The measurement of volatiles conforms to the standard test described;
however, the measured weight loss is not just due to the simple vaporization
of material. Heating charcoal is a depolymerization reaction that breaks
chemical bonds; in some cases, new structures are formed making nonvolatile
materials as well as fragmented structures that will vaporize. The
measurement of weight loss upon heating embraces both of these effects and is
termed "volatile content."

8 J.C. Allen, "Scope cf Wor'k for' W. & TE Pr'oject 5764303, Acceptance of
Continuously Produced Black Powder," Report No. SARPA-QA-X-10, Picatinny
Arsenal, Dover, NJ, Novembe, 1975.
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Other variances were noted in the data given in Table 1, particularly ash
content where values ranged from two to ten percent. Values were measured by
the standard way of heating charcoal in air to 950C and the residual wmight
was taken as various oxides; however, the cations exist as compounds other
than the oxides in the original charcoal. Under these circumstances the
values in Table 1 cannot be accurately adjusted to represent properties of the
ash-free state. In this datn set, converting the values to an ach-free basis
would not render the various quantities as constants.

The range of ash content seemed lar&e and one would like to know if this
variance mre associated with a different type of tree chemistry. It was hoped

that elemental chemical analysis of the ash would show trends if, in fact, ash
were related to other properties. The ash was dissolved and calcium, sodium,
potassium, lithium, iron, ai-d magnesium were analyzed by atomic absorption
techniques. Silicon, aluminum, titanium, and phosphorous were determined by
spectrophotometric techniques. Analysis of the ash, charcoal elemental
analysis, and energy content of charcoal was performed by the Fuel and
Engineering Company of Thornwod, NY using appropriate ASTN test methods and

certification with samples from National Bureau of Standards is maintained.
In examining the elemental content of ash in Table 1, no distinct trend
between composition and other properties was found. Further, it appeared that
high ash samples had much of the same proportionate composition as did the low
ash material. One obvious effect of high ash content is that such charcoals
contain less combustibles.

The true density was measured by Robin J. Davala of TBD using a helium13
pycnometer, and values ranged between 1.44 to 1.56 gm/cm . Sample six was
heated to 950C in flowlng argon for 35 minutes, and the resulting carbon had
a density of 1.77 gm/cm . Correlation between density and ca )on or volatiles
is not supported by the data set.

Analysis for carbon ard hydrogen was performed combusting charcoal with
oxygen in a tube furnace and passing carbon dioxide and water through
absorbents and measuring them gravimetrically. Nitrogen was determined by the
KJeldahl method and sulfur was analyzed. gravimetrically as barium sulfate.
The amount cf oxygen was taken as the difference between 100% and the sum of
the constituents found in charcoal.

The tolal carbon content of the samples ranged from 71 to 80%, bWt the
variance does not relate to volatile content. Although the values vary, the
empirical formula for charcoal is near C8 H4 0 which could represent an
extensive fused ring system.

The )at of combustion was measured in an adiabatic calorimeter, and the
values in Table 1 ranged over 13%.

Two other observations deserve comment. The first surprise was the
charcoal samples had markedly different size distributions and charcoals
containing small particles were of high volatili content. In effect, the high
volatile material appeared more frangible. The second sur-tise was the very
low surface areas that were measured by James Haberman of LCE in Dover, NJ,
using the B.E.T. technique and it would appear that most of the pores in
charconl are plugged. Of the limited number of samples measured, the ones
with the higher surface area are more dense.

9
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III. SM04AY

Various chemical and physical analyses were performed In an attempt to:
(1) characteriRe charc~oal used In black powder and (2) to form a data set that
could be used to compare future charcoal samples. From the various analyses,
it was shown that charcoal properties can vary among a group of samples
purchased from the same supplier representing the same "lot." The variations
noted probably reflect the individual properties of the wood employed and the
temperature histories in different locations In the kiln. It would sees that
to make a more predictable black powder, the charcoal will have to be More
uniform, requiring preblending.

10



t4 C4 A I' a

t4 E N VmV N t4

W% en 1^ WN , ' Ns v

11 ll %@ I Ii
M 'nVIM M Nir N C4 N " MM M(i 4N C

1 .9 t . a . l 4!

0000 D 0 0 0000 N"Ir4Q 00 00 K0 I 0 I' 00 00

141

C4 N V4C 4 N4 C- 4 N 4 N e40 4 e

0 = H ~ ~. S S * * it



.3
"~'I 4

I
9'*

N , t ~1

-: 2 8I N - N j

14 ~. N N-: *~
N - N ~

o ~
hi * ES'% -

N N . S

N - 4 M N N
hi 0 IM qS% N M N N
-J C S

MI
o 14 iI% N
C~tIV% U~ N N 4

h. 3 is * * * S S
O b14 N N N 4 . N -

0 I M 0 4 - N 4 4
4 N NZI '0 4 4
N 3 ''b~I - 0 4 -

0 *J~I - - - - -

S
0 4 N N 9'

'V N.
* S S

- - - - - 0a
S t

5
9 4 U 0 N -

'~0 9' 4 ffh C'
N S S * S

IItHj9' N 9' N 4 4 4

4
4
U-

MAN 0% N 0
0 0 t~ N

4 .J' N 0 - -

014 0 IA 1.1 ~ 9'
U14 0 4 4 4 4

4 4 4 4 4

N N -0
N '0

0
N IA 4 sO 4 N

N

3
5-' 3 3

-.3:- A N ~'

12

I I/



v Ad

l U bh

I~h a i

A" 0 h pv
g 1.2

:tis4 hi1 W J c

W 4 a 4ha ~ -

04.IW u V
WVJ h4 %46h 1 &0

P4)~ C P- C4 h

I~ I v %*4'404 J 44 02

V-4 a la "U
a. a C 0 Wei.P-4 A

~~~~~1 .CP * - 4 '

c44 C~ 4) c4 9-OC4 N A I..4.

40 ar4 Q.4 4
Aj ~ ~ ~ ~ ~ O b -4c-4IU .". 0

w 1%4 m 4 S-
4)a 0

13



SI

53 15t0 3-61 359 45c0 550 550 750 850 950I,. TEMPERATURE. C

Figure 1. TGA Data Showing Low Volatile Sample; Sample Number 10 -Type A
Compared To High' Volatile Sample; Sample Number 1 -Type B.
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Figure 2. TGA Data; Sample Number 1.
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Figure 3. TGA Data; Sample Number 2.
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Figure 5. TGA Data; Sample Number 4.
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Fig.ure 6. TGA Data; Sample Number 5.
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Figure 7. TGA Data; Sample Number 6.
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Figure 8. TGA Data; Sample Number 7.
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Figure 13. Solid Line TGA Data For Maple Wood And The Dashed Line
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1 Hughes Aircraft Company I Thiokol Corporation

ATTN. T.e. Ward llkton Division

8433 Pallbrook Avenue ATTN: V.N. Brundige
Canoga Park, CA 91303 P.O. Box 241

Elkton, MD 21921
1 Rockwell Iatfireational Corp.

Rocketdyne Division 3 Thiokol Corporation
ATTNI J.s 'lanagan/f02 Huntville Division

6633 Cnoga Avanue ATTN: D.A. Flaanaan
Canoga Park, CA 91304 Huntsville, AL 35807

2 Sandia National laboratories 3 Thiokol Corporation

Combustion Sciences Dept. Wasatch Division
ATTN: R. C&ttolica ATTN: J.A. Paterson

D. Stephenson P.O. Box 524

Albuquerque, NK 87115 Brigham City, UT 84302

I Science Applications, Inc. 1 United Technologies
ATTN: Rl. Ldelman ATTN: A.C. Eckbreth

23146 Oamorah Crest East Hartford, CT 06108

Voodland Hills, CA 91364
2 United Technologies Corp.

1 Science Applications, Inc. ATTN: R.S. Brown

ATTN: H.S. Pergament R.O. HcLaren
1100 State lRoad, Bldg. N P.O. Box 358

Princeton, NJ 08540 Sunnyvale, CA 94086

Space Sciences, Inc. I Universal Propulsion Company

ATTN: H. Farber ATTN: H.J. J c-Spadden

Monrovia, CA 91016 Black Canyon Stage I
Box 1140

4 SRI International Phoenix, AZ 85029
ATTN:- S. Barker

DA Crosley I Veritay Technology, Inc.

D. Golden ATTN: E.B. Fisher

Tech Lib P.O. Box 22
333 Ravenswood Avenue Bowmansville, NY 14026
M enlo Park, CA 94025

2 Brigham Young University

Stevens Institute of Tech. Dept. of Chemical Engineering

Davidson laboratory ATTN: M.W. Beckstead

ATTN: R. McAlevy, III he. Lee
Hoboken, NJ 07030 Provo, UT 84601

1 Teledyne lcCormack-Selph California Institute of Tech.

ATTN: C. leveritt Jet Propulsion Laboratory

3601 Union Road ATTN: HS 125/159

Hollister, CA 95023 4800 Oak GroveDrive
Pasadena, CA 91102
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1 California Institute of I University of Florida
Technology Dept. of Chemistry

ATTN: F.E.C. Culick/ ATTN: J. Winefordner

204 Karman Lab.

Pasadena, CA 91102 3 Georgia Institute of

Technology
I University of California, School of Aerospace

Berkeley Engineering

Mechanical Engineering Dept. ATTN: E. Price
ATTN, J. Daily Atlanta, GA 30332
Berkeley, CA 94720

2 Georgia Institute of
I University of California TechnologyLos Alamos National lab. School of Aerospace

ATTN: T.D. Butler Engineeri.., !
P.O. Box 1663, Mail Stop B216 ATTN; W.C. Strahle
los Alamos, M 87545 B.T. Zinn

2 University of California, Atlanta, GA 30332

Santa Barbara 1 University of Illinois
Quantum Institute Dept. of Mech. Eng.
ATTN: K. Schofield ATTN: H. Krier

M. Steinberg 144MEB, 1206 W. Green St.
Santa Barbara, CA 93106 Urbana, IL 61801

I ' University of Southern Johns Hopkins University/APL
California Chemical Propulsion

Dept. of Chemistry Information Agency
ATTN: S. Benson ATTN: T.W. ChristianLos Angeles, CA 90007 Johns Hopkins Road

laurel, MD 20707
Case Western Reserve Univ.
Div. of Aerospace Sciences 1 University of Minnesota
ATTN: J. Tien Dept. of Mechanical
Cleveland, OH 44135 Engineering

ATTN: E. Fletcher
Cornell University Minneapolis, MN 55455
Department of Chemistry
ATTN: E. Grant 4 Pennsylvania State University
Baker Laboratory Applied Research laboratory
Ithaca, NY 14850 ATTN, G.M. Faeth

K,K. Kuo
Univ. of Dayton lach Inst. H. Palmer
ATTN: D. Campbell M. Micci
A'.PL/PAP Stop 24 University Park, PA 16802
Ldwards AFB, CA 93523
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I Polytechnic Institute of NY Stanford University
ATTN: S. Lederman Dept. of Mechanical
Route 110 Engineering
Farmingdale, NY 11735 ATTN: R. Hanson

Stanford, CA 9405
S2 Princeton University

Forrestal Campus Library 2 University of Texas
ATTN: K. Brezinsky Dept. of Chemistry

I. Glassman ATTN: W. Gardiner
P.O. Box 710 H. Schaefer
Princeton, NJ 08540 Austin, TX 78712

Princeton University 1 University of Utah
MAE Dept. Dept. of Chemical Engineering
ATTN: F.A. Williams ATTN: G. Flandro

Princeton, NJ 08544 Salt Lake City, UT 84112

Purdue University I Virginia Polytechnic

School of Aeronautics Institute and State
and Astronautics University

ATTN: R. Glick ATTN: J.A. Schetz
J.R. Osborn Blacksburg, VA 24061

Grissom Hall
West lafayette, IN 47907 Aberdeen Proving Ground

3 Purdue University Dir, USAMSAA
School of Mechanical ATTN: DRXSY-D
Engineering DRXSY-MP, H. Cohen

ATTN: N.M. Laurendeau Cdr, USATECOM
S.N.B. Murthy ATTN: DRSTE-TO-F
D. Sweeney

TSPC Chaffee Hall Cdr, CRDC, AMCCOM
West Lafayette, IN 47906 ATTN: DRSMC-CLB-PA

DRSMC-CLN
Rensselaer Polytechnic Inst. DRSNC-CLJ-L
Dept. of Chemical Engineering
ATTN: A. Fontijn
Troy, NY 12181

2 So-ithwest Research Institute
ATTN: R.E. White

A.B. Wenzel
8500 Culebra Road
San Antonio, TX 78228
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USER EVALUATION OF REPORT

Please take a few minutes to answer the questions below; tear out
this sheet, fold as indicated, staple or tape closed, and place
in the mail. Your comments will provide us with information for
improving future reports.

1. BRL Report Number

2. Does this report satisfy a need? (Comment on purpose, related
project, or other area of interest for which report will be used.)

3. How, specifically, is the report being used? (Information
source, design data or procedure, management procedure, source of
ideas, etc.)

4. Has the information in this report led to any quantitative
savings as far as man-hours/contract dollars saved, operating costs
avoided, efficiencies achieved, etc.? If so, please elaborate.

S. General Comments (Indicate what you think should be changed to
make this report and future r( orts of this type more responsive
to your needs, more usable, improve readability, etc.)

6. If you would like to be contacted by the personnel who prepared
this repor to raise specific questions or discuss the topic,
please fill in the following information.

; Name:

Telephone Number:

Organization Address:


